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Il APTROVALS: .PP.OI:{ICL\‘G'PLAI‘JT: CANCELS: J-6803 ;
Tw? (,'7‘1 \ SEATTLE ) . DATE: 4~8-74 |
BULLE T]"\I ' DESCRIPTICN - : ;‘5_ POUNDS - GAU’.ONS_P
165 « Oround Faw Gypsum 58.79 380C
L 439 Yollastonite 3.87 250 i
442 Tale . 1.55 100 Il
086 Celite 424 | 1.55 100 %,
052 Attagel 20 0.08 5 |
245 Methocel 228 0.25 16 I
330 Poly\r nyl Alcchel 0,08 5
453 Preservatlve ~ Dowieil 75 0,08 6
4'}0. ' PVAc Emulsion (4,419 on sol*ds} 5,14 332 | la)
284 Oleic feid 0.37 24
450 Trietlggclamine 0,12 12
457 Noneo 4XZ (defoemer) 0.19 12
257 Odorlass ‘”vze*—a" Sm.:"?ts 0.77 50 8
Water - start | 24,45 1580 10
Water - adjust-to std. viscosity 2.63 170 20
TOTAL, 100,00 6462
VANUTACTURING INST “UCT_E}__& :
1. See Process Bulletin J-2.
2. ry blend all powder materials 8 minutes.
3. For summer conditions add § gallens Ethylene glycol or D*e*‘xz,le'le glycol
per bateh and increase Nethocel to 20 lbs. per bvateh.
L) NTROL:
V-1 Viscosity, Vicet, 150 gm eyl @ 5 see. 20 = 23 nm
TV=14 Viscosity, Brookfleld, ¢vs 230,000 --270,000
TN=-6 Applieation Yo lumps
© N7 Workability Equal to Standard
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